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Condensation Polymerisation

What we will cover

1 Condensation polymerisation

2 Addition vs condensation

3 Finding the monomers

4 Degradable polymers

nylon, a polyamide



Condensation Polymerisation
Recap

Worked example – which polymerisation?

A polymer is made from 1,6-diaminohexane
and hexanedioyl dichloride. Name the link
and say why it is biodegradable.

Each monomer has two functional groups,
and a small molecule (HCl) is lost each
time ⇒ condensation.
NH2 + COCl gives a −CONH− amide
link ⇒ a polyamide (nylon-6,6).
Amide links are polar and can be
hydrolysed by water, acid or enzymes.
So the chain breaks back to monomers ⇒
biodegradable, unlike poly(alkene).

Two functional groups +
a small molecule lost ⇒
condensation. Addition
polymers (all C–C) resist
hydrolysis; polyesters and
polyamides do not.



Condensation Polymerisation
Recap

Topic 35 – key takeaways

1 Condensation

two-group monomers; a small
molecule lost

2 Links

polyesters (ester) & polyamides
(amide)

3 Monomers

break the links, add back −OH &
−H

4 Degradable

condensation polymers hydrolyse
& degrade



A-Level Chemistry

Exercises 2.1·3.1

poly(alkene)
waste

non-biodegradable:
stays for a very long time

burning PVC gives off
toxic HCl gas

landfill

combustion

Degradable polymers break down on disposal

• poly(alkene)s (e.g. poly(ethene)): only strong, non-polar C–C and C–H bonds
→ chemically inert → hard to biodegrade, last a long time.

• polyesters / polyamides: have ester or amide links → these can be broken
by acidic or alkaline hydrolysis → biodegradable.

• some polymers are made photodegradable (light breaks them down).

2 Practice
2.1 State why poly(ethene) is hard to biodegrade. [1]

2.2 Name the reaction that breaks the links in a polyester. [1]

3 Exam-style questions
3.1 Poly(alkene)s are hard to biodegrade because they contain only: [1]

A polar ester links
B amide links
C strong, non-polar C–C and C–H bonds
D C=C double bonds

3.2 A polyester can be broken down by: [1]

A addition
B hydrolysis of the ester links
C combustion only
D none of these
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Solutions
Each answer shows the steps, then the result.

2.1

• it has only strong, non-polar C–C and C–H bonds, which are chemically inert

2.2

• hydrolysis

3.1 C

• Only strong, non-polar C–C and C–H bonds – chemically inert

3.2 B

• The ester links can be hydrolysed

3.3

• a polyamide has amide links that can be broken by acidic or alkaline hydrolysis;
poly(propene) has only inert C–C and C–H bonds with no hydrolysable links; so the
polyamide is biodegradable while poly(propene) is not

3.4

• the polyester can be hydrolysed/biodegraded, so it does not persist in the environment
as waste
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Exercises 3.2·3.3
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3.3 Explain why a polyamide is biodegradable but poly(propene) is not. [3]

3.4 Suggest one environmental advantage of replacing a poly(alkene) packaging with a
polyester. [1]
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A-Level Chemistry

Exercise 3.4
3.3 Explain why a polyamide is biodegradable but poly(propene) is not. [3]

3.4 Suggest one environmental advantage of replacing a poly(alkene) packaging with a
polyester. [1]
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Exercise 3.4
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